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After erecting the cable fence posts, but prior to installing the cable, the Contractor shall
clean, prepare, and paint all exposed galvanized surfaces in accordance with Section 6-
07.3(4). The color of the finish coat, when dry, shall match Federal Standard 595B
Color No. 20045. Color chips are available from the source specified in Section 9-
08.4(7).



